Data for paper entitled, “Screening of fluoride-free PEO coatings on cast Mg3Zn0.4Ca alloy for orthopaedic implants” including: 
- Processed Data: Rms current-time responses, Specific energy consumption vs treatment time,  X-ray diffraction patterns, Polarization curves as a function of treatment time, Module of the impedance at 0.01 Hz (log scale), Nyquist and Bode curves as a function of treatment time, Hydrogen evolution curves vs time. 
- Processed Images: SEM, TEM, SEM after H2 evolution test, Equilibrium diagrams
- Tables (processed data) 

